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SECTION 716 VEGETATIVE & FIBER MULCH

TACKING Emulsified 716.03(a) Prelim. SEE SECTION 506 OF THIS MANUAL
AGENTS Asphalt 1002.01 Source
Mat. Lab Approval
7.16.03(a) Accept. | @ —— 1/shipment |  -—— Ccb* No CD 4 days {QPL 41).
1002.01 1&7 required if Visual inspection by Proj.
Proj. Engr. less than Engr.

500 gal * Sample when not
accompanied by CD or
questionable.

Tacking 716.03(a) Accept. | — | — | 7 caAr - Visual Inspection
Agent Proj. Engr. 1&7 *Must be an approved
product for QPL 72 items.
VEGETATIVE ©716.03(a) Accept. |  —— ] T I I N Visual inspection by Proj.
MULCH 1018.19 Engr. or Roadside
Development personnel.
FIBER 716.03(B) Accept. (QPL 72)
MULCH 1018.19(B) Visual inspection by Proj.

Engr. or Roadside
Development personnel.




